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We herein report a new highly efficient green emissive hot-exciton molecule, 1,4-bis((4’-diphenylamino-
3-cyano-[1,1’-biphenyl]-4-yl)ethynyl)-2,5-bis(2-ethylhexyloxy)benzene (2EHO-TPA-CNPE) that consists
of an extended D’'-n'-A-nt—D-n—A-1'-D’ molecular n-system with diphenylamino end units (D’) and
ethynylene/phenylene spacers (n/n’). The new molecule exhibits high photoluminescence (PL) quantum
efficiencies (@p. = 0.95 (solution) and 0.45 (spin-coated neat thin-film)), and a strong PL solvatochromic
behavior revealing significant changes in excited state energies/characteristics (locally excited (LE) —
hybridized local and charge transfer (HLCT) — charge-transfer (CT)) depending on solvent polarity.
Highly efficient (radiative exciton yield (y,) = 50-59% > 25%) green-emitting OLEDs were fabricated in a
conventional device architecture by employing (non-)doped thin-films reaching a maximum current
efficiency (CEmax) Of 12.0 cd A7t and a maximum external quantum efficiency (EQEmay) Of 5.5%. The
emission profile of the non-doped OLED has CIE 1976 (u’, v/) chromaticity coordinates of (0.10, 0.55)
corresponding to a night vision imaging system (NVIS) compatible Green A region. 2EHO-TPA-CNPE-
based OLED devices of industrial relevance were also fabricated by ink-jet printing the emissive layer
and by fabricating an inverted architecture, which possessed respectable device performances of
24-61 cd AL The solid-state solvation effect in OLED devices yields HLCT electronic behavior
resulting in high n,'s, which is confirmed by TDDFT to originate from energetically/spatially favorable

Received 11th March 2020, reverse intersystem crossings (RISCs) (T;3 — Si). As a unique observation, delayed fluorescence due to
Accepted 21st April 2020 this RISC was evident in the PL decay lifetime measurement with a ns-scale lifetime of ~10 ns. These results
DOI: 10.1039/d0tc01266a clearly allow a better understanding of the structure—photophysical property—electroluminescence relation-
ships in this new class of oligo(p-phenyleneethynylene)-based hot-exciton molecules, and it could open up
rsc.li/materials-c new opportunities for high-performance solution-processed optoelectronic/sensing applications.
Introduction and solid-state lightings has greatly focused on fluorescent small

molecules, which offers all the intrinsic advantages (i.e., well-
The development of rare-metal-free emissive materials in organic  defined structure, high purity, expensive metal-free, low-cost,
light-emitting diode (OLED) applications for flat-panel displays good solubility, and synthetic reproducibility) of molecular
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materials for use in new generation optoelectronics.'™®
In particular, fluorescent small molecules having proper mole-
cular sizes and solution rheological properties could be printed
into pixelated emissive layers, which is of critical importance
for future solution processed and printed optoelectronic
technologies.”"" However, as controlled by spin statistics of
electrically generated excitons and spin-allowed electronic
transitions,'* conventional fluorescent small molecules gene-
rally suffer from a limited emission efficiency (radiative exciton
yields (r.max) = 25%) during electroluminescence, which makes
them less attractive as compared to their inorganic and phos-
phorescent counterparts.>™* Since only the singlet excited
state of a molecule could decay radiatively to the singlet ground
state, developing properly designed unconventional molecular
n-systems that could increase singlet excited state population
through triplet-to-singlet excited state conversions is particu-
larly important." This has become an attractive avenue in
recent years to achieving high (>»25%) n,’s. In this regard,
much progress has been made in triplet-triplet annihilation
(TTA) and thermally activated delayed-fluorescence (TADF)
approaches.'>'® In these systems, while TTA generates an extra
singlet exciton through fusion of two T; excitons intrinsically
limiting #;.max to 62.5%,"” TADF is based on thermal energy
assisted reverse intersystem crossing (RISC) of T; excitons to
energetically close (typically within ~0.1-0.3 eV) S; excitons
yielding very high 5, m.’s of more than ~80-90%."® Although
both mechanisms enhance the overall electroluminescence
performance in fluorescent OLEDs, accumulation of relatively
long-lived T, excitons could cause serious efficiency roll-off
at high current densities owing to undesired triplet-triplet
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annihilation and singlet-triplet quenchings.
of hot-exciton RISC channels in the upper excited states
(T, (n > 1) — S,, (m > 1)), which is as an exception to the
classic Kasha’s rule in photochemistry,>* has recently been
unveiled as an effective third approach (Fig. 1A). When the
proper electronic conditions are met, RISC occurring from
high-lying T, to S,, was shown to be fast process (several
nanoseconds)®* and could compete with the internal conver-
sions down to T; state.”® From an energy-gap-law standpoint,
for hot-exciton channels to operate with a fast RISC rate, the
energy of the high-lying triplet state should be close to that of the
corresponding singlet excited state and far from T, to deactivate
low-lying triplet internal conversions (AES,,,—T,, « AEq_, for
krisc > kigem)- For triplet and singlet excited states involved in
the hot-exciton channels, the configurations of the natural transi-
tion orbitals (NTOs) should possess both locally excited (LE) and
charge-transfer (CT) characteristics, namely hybridized local and
charge transfer (HLCT) excited state (Fig. 1A). In a HLCT excited
state, while LE character enables highly efficient fluorescence
emission (large transition moment) arising from large wave
function overlap, CT character decreases the binding energies
of spatially separated excitons yielding small energetic splitting
(quasidegenerate singlet and triplet excitons) and facilitates
triplet-to-singlet excitonic transitions.>*’ Combining both
characteristics into a single HLCT excited state form is key to
developing highly emissive fluorescent molecules with high
singlet exciton generation (i, » 25%).”®

In the past decade, a number of molecules with HLCT and
hot-exciton properties in OLED devices have been developed
following the first report (TPA-PPlin Fig. 1B) by Ma et al. in
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Fig. 1 (A) The schematic of exciton recombination and radiative decay through hot-exciton mechanism in an electroluminescence process indicating
energy levels of molecular electronic states and energetic/wave function requirements (krisc, reverse intersystem crossing rate; ki, triplet internal
conversion rate; kpn/kn, phosphorescence/fluorescence rate; #,, radiative exciton yield). (Note thatif m > 1 (n > 2) additional internal conversions among
singlet (triplet) states would occur). The illustration of hybridized local and charge transfer (HLCT) excited state formation on a molecular n-backbone
with regards to hole/particle natural transition orbitals indicating locally excited (LE) and charge transfer (CT) spatial contributions. (B) Chemical structures
of HLCT hot-exciton small molecules reported in the literature with values of 7, > 25% in the OLEDs.}%29~32
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2012 (see Table S1, ESIt for the full list).">**"** The general
molecular design strategy involves constructing n-systems with
donor (D) and acceptor (A) moieties to yield extended
n-delocalization (LE character) with controlled Frontier orbital
wave function separation (CT character) for efficient charge-
transport, radiative electronic transition, and large singlet
exciton generation. To this end, n-electron rich structures such
as triphenylamine,”**>** carbazole,*® anthracene,” pheno-
thiazine,* tetraphenylethene,*® and pyrene®" have been employed
as donor units; m-electron deficient structures such as
phenanthro[9,10-dJimidazole,”** naphtho[2,3-c][1,2,5]thiadia-
zole,>* triphenylphosphine oxide,"® benzothiadiazole,***> and
thioxanthene-S,S-dioxide®* have been used as acceptor units
(Fig. 1B and Table S1, ESIt). In these HLCT molecules, the
hybridization of LE and CT is engineered by employing a
number of design approaches such as tuning D-A interring
twists and intramolecular n-conjugation length,"**® introdu-
cing m-spacer between D and A units,”” and changing the
electronic strength of D and A units.**** To this end, we have
recently demonstrated for the first time that D-A functionalized
oligo(p-phenyleneethynylene) n-framework offers an ideal elec-
tronic structure and optical properties to form HLCT excited
states and hot-exciton channels for high radiative exciton yields
(ne ~ 70% > 25%) in OLEDs.*® Record high external quantum
efficiency (EQE) of ~7.1% has been achieved with our previously
developed 1,4-bis((2-cyanophenyl)ethynyl)-2,5-bis(2-ethylhexyloxy)-
benzene (2EHO-CNPE Fig. 2) in solution-processed deep-blue
(Commission Internationale de I’Eclairage CIE(x, y) = 0.15, 0.09)
emitting OLEDs. Ethynylene (-C=C-) n-spacers have played a
critical role in this n-system between D and A units to yield HLCT
excited state properties and very effective hot exciton channels
(Ta/T, — Si) (ABryr,s, = 0.01-0.08 €V < AEp_r, = 0.81 €V).
Motivated with these promising results, we envision to visit
further m-extended oligo(p-phenyleneethynylene) n-systems
with the goal of realizing color coordinates in lower energy
regions (i.e., green in this study) and elucidating the formation
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of hot-exciton channels/HLCT characteristics. With regards to
designing efficient fluorescent molecules with a wide-color-
gamut for high performance display and lighting applications,
it is still of utmost urgency to study and expand the library of
n-extended HLCTs, especially considering that the majority
of hot-exciton molecules are high energy (deep-blue/blue)
emissive m-systems (Table S1, ESIt). Going from high energy
deep-blue to lower energy emissive systems, energetic separa-
tions and HLCT characteristics of m-electronic states might
greatly change.'®*®

Herein, we report the design, synthesis, and full charac-
terization of a new rod-shaped oligo(p-phenyleneethynylene)
molecule, 1,4-bis((4’-diphenylamino-3-cyano-[1,1’-biphenyl]-4-
yDethynyl)-2,5-bis(2-ethylhexyloxy)benzene (2EHO-TPA-CNPE
Fig. 2). In this new molecular n-system, an extended D’-n'-A-
n-D-n-A-n'-D’ molecular architecture with diphenylamino end
units (D) and ethynylene/phenylene n-spacers (m/n’) was
employed to achieve highly efficient green luminescence. The
thermal, photophysical, electrochemical, and electrolumines-
cence device characteristics of the new molecule have been
studied in detail. High photoluminescence quantum efficiencies
(Ppr’s) of 0.95 and 0.45 were measured (/™ at 518-519 nm) in
solution and as spin-coated neat thin-film, respectively, by using
integrating-sphere. Solvent-dependent photoluminescence study
revealed a strong solvatochromic behavior for the new molecule
showing significant changes in the excited state energies (AAg™ =
+130 nm) and characteristics (LE — HLCT — CT) upon polarity
increase. Similar polarity effect was also evident in the electro-
luminescence of the emissive thin-film in OLEDs that solid-
state solvation effect tunes emission profile and radiative exciton
yield. The (non-)doped emissive thin-films were found to be in a
medium polarity environment to facilitate HLCT characteristics.
Highly efficient (4, = 50% > 25%) green-emitting OLEDs
were fabricated in a conventional device architecture by
employing spin-coated non-doped emissive 2ZEHO-TPA-CNPE
thin-film, which showed maximum current efficiency (CEax)
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Fig. 2 The chemical structures of deep-blue emissive molecule 2EHO-CNPE developed in our earlier study®®
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2EHO-TPA-CNPE developed in this study, and the energy diagrams showing theoretically calculated (light colors) and experimentally estimated
(dark colors) HOMO/LUMO energy levels, Frontier orbital topographies, and optical/electrochemical/theoretical band gaps.
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of 12.0 c¢d A™', a maximum power efficiency (PEp..) of
5.4 Im W', and a maximum external quantum efficiency
(EQEnay) of 4.5%. The emission profile of the non-doped
OLED has CIE 1976 (u/, v') chromaticity coordinate of (0.10,
0.55) corresponding to a night vision imaging systems (NVIS)
compatible Green A region. Additional OLEDs were fabricated
by doping the new molecule in CBP host matrix, which
exhibits a sky-blue emission with improved EQE,.x of 5.5%
(7r = 59% > 25%). 2EHO-TPA-CNPBbased OLED devices of
industrial relevance were also fabricated by ink-jet printing
the emissive layer and by fabricating an inverted architecture,
which showed respectable device performances of 2.4 cd A™*
and 6.1 cd A", respectively. TDDFT calculations reveal that
the observed high radiative exciton yield originates from very
effective RISC processes between energetically/spatially suitable
HLCT excited states (T,;3 — Sq). A ns-scale delayed fluorescence
(~10 ns) due to high-lying (R)ISCs was confirmed in the PL
decay profile following a prompt fluorescence decay (~1 ns).
To the best of our knowledge, this result is one of the very few
examples in the hot-exciton literature that high-lying RISC-
related delayed fluorescence is directly observed in a PL decay
profile without using a triplet sensitizer.

Experimental section
Materials and methods

Unless otherwise noted, all reagents were purchased from
commercial sources and used as received. Schlenk techniques
were employed and all the reactions were carried out under N,
atmosphere. "H/**C NMR spectra were recorded using a Bruker
400 spectrometer (for 'H: 400 MHz and for '*C: 100 MHz).
Elemental analyses were done using a LecoTruspec Micro
model instrument. MALDI-TOF characterization was performed
on a Bruker Microflex LT MALDI-TOF-MS Instrument. Thermal
characterizations including thermogravimetric analysis (TGA)
and differential scanning calorimetry (DSC) measurements
were performed under nitrogen at a heating rate of 10 °C min™*
using Mettler Toledo-TGA/STDA 851 and Mettler Toledo-DSC
822 model instruments, respectively. UV-Vis absorption spectra
were recorded on a Shimadzu, UV-1800 UV-Vis spectrophoto-
meter. Photoluminescence (PL) characterizations were carried
out with Agilent-Cary Eclipse fluorescence spectrophotometer.
Time-correlated single photon counting measurements were
performed using Pico Quant FluoTime 200 equipped with
375 nm pulsed laser diode. The PL quantum yields in solution
and solid state were measured (Zex. = 350 nm) on a Hamamatsu
absolute PL Quantum Yield Spectrometer C11347 using the
integrating-sphere method. Electrochemical measurements
were carried out on a BAS-Epsilon potentiostat/galvanostat
from Bioanalytical Systems Inc. (Lafayette, IN) equipped with
a C3-cell stand. Theoretical calculations except for the ones
involving spin-orbit couplings were performed by Gaussian 09
using density functional theory (DFT) and time-dependent
density functional theory (TDDFT) at the B3LYP/6-311G**
level.* For spin-orbit couplings between singlet and triplet states,

8050 | J. Mater. Chem. C, 2020, 8, 8047-8060

View Article Online

Journal of Materials Chemistry C

we employed the perturbative approach of zeroth-order regular
approximation (ZORA) Hamiltonian with B3LYP/TZP level of
theory as implemented in ADF2019 program package.*®™*?

Synthesis and structural characterization

Synthesis of 1,4-bis((4-bromo-2-cyanophenyl)ethynyl)-2,5-
bis(2-ethylhexyloxy)benzene (2EHO-Br-CNPE).The reagents
5-bromo-2-iodobenzonitrile (0.507 g, 1.646 mmol), Cul (0.007 g,
0.036 mmol), and Pd(PPh;),Cl, (0.048 g, 0.068 mmol) in Et;N:
THF (2:1) (15 mL) were stirred for 5 minutes. Then, 1,4-bis-
(ethynyl)-2,5-bis(2-ethylhexyloxy)benzene (2EHO-DEB (0.263 g,
0.687 mmol) in 3 mL of THF was added, and the resulting
reaction mixture was heated at 80 °C under nitrogen for 24 h.
The solution was cooled down to room temperature and evapo-
rated to dryness to yield a crude compound. The crude product
was then purified by column chromatography on silica gel using
dichloromethane: n-hexane (3:2) solvent mixture to afford
2EHO-Br-CNPEas a pure light yellow solid (0.362 g, 71% yield).
'H NMR (400 MHz, CDCl,): § 7.82 (d, 2H, J = 4.0 Hz), 7.72 (d, 1H,
J=4.0Hz), 7.70 (d, 1H, J = 4.0 Hz), 7.49 (s, 1H), 7.47 (s, 1H), 7.08
(s, 2H), 3.93-3.95 (m, 4H), 1.79-1.85 (m, 2H), 1.54-1.59 (m, 8H),
1.27-1.37 (m, 8H), 0.95 (t, 6H, J = 12.0 Hz), 0.87 (t, 6H, J =
16.0 Hz). "*C NMR (100 MHz, CDCl,): § 154.1, 135.7, 135.3, 133.5,
126.3, 121.9, 116.6, 116.4, 116.2, 113.6, 93.9, 90.3, 72.3, 38.0,
31.9, 30.1, 29.7, 26.9, 22.7, 14.1. Ty, = 68-69 °C. MS(MALDI-
TOF) m/z (M"): caled for C,oH4,Br,N,0,: 740.16, found: 515.987
for [M-2 x (2EH)]", 438.772 for [M-2 x (2EH)-Br]". Anal. caled for
CaoH1,Br,N,0,: C, 64.70; H, 5.70; N, 3.77; found: C, 64.38;
H, 5.99; N, 3.44.

Synthesis of 1,4-bis((4-diphenylamino-3-cyano-[1,1'-biphenyl]-
4-yl)ethynyl)-2,5-bis(2-ethylhexyloxy)benzene (2EHO-TPA-CNPE).
The solution of 1,4-bis((4-bromo-2-cyanophenyl)ethynyl)-2,5-bis-
(2-ethylhexyloxy)benzene (2EHO-Br-CNPE(0.315 g, 0.424 mmol)
and 4-(diphenylamino)phenylboronic acid pinacol ester (0.347 g,
0.935 mmol) in 20 mL of dimethoxyethane (DME) was stirred
at room temperature for 5 min. Then, Pd(PPh;), (0.024 g,
0.021 mmol) and Na,COj3 (0.395 g, 3.73 mmol) in 5 mL of water
were added, and the resulting mixture was heated at 80 °C under
nitrogen for 24 h. After the reaction was completed, the mixture
was cooled down to room temperature and quenched with
water. The reaction mixture was then extracted with chloro-
form, and the organic phase was washed with water, dried
over Na,SO,, filtered, and evaporated to dryness to give a
crude product. The crude product was then purified by col-
umn chromatography on silica gel using dichloromethane:
n-hexane (3 : 1) solvent mixture to afford 2EHO-TPA-CNPEs a
pure yellow solid (0.295 g, 65% yield). "H NMR (400 MHz,
CDCl,): 6 7.88 (s, 2H), 7.75 (d, 2H, J = 8.0 Hz), 7.64 (d, 2H, J =
8.0 Hz), 7.45 (d, 4H, J = 8.0 Hz), 7.33 (s, 2H), 7.29 (d, 8H, J =
8.0 Hz), 7.07-7.17 (m, 16H), 3.95 (t, 4H, J = 8.0 Hz), 1.83-1.86
(m, 2H), 1.54-1.59 (m, 8H), 1.26-1.35 (m, 8H), 0.96 (t, 6H, J =
16.0 Hz), 0.87 (t, 6H, J = 16.0 Hz). "*C NMR (100 MHz, CDCl;):
5 154.1, 148.5, 147.3, 140.8, 132.8, 131.3, 130.5, 130.1, 129.5,
127.6,124.9, 123.6, 123.1,117.8, 116.7, 115.3, 113.7, 93.0, 91.3,
72.0, 39.5, 30.6, 29.1, 24.0, 23.1, 14.1, 11.3. Ty, . = 193-194 °C.
MS(MALDI-TOF) m/z (M"): caled for C,6H;oN4O,: 1070.55,

This journal is © The Royal Society of Chemistry 2020
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found: 1071.698 for [M + H]'. Anal. caled for C,6H,,N,O,:
C, 85.20; H, 6.59; N, 5.23; found: C, 85.37; H, 6.39; N, 5.41.

OLED device fabrication and characterization

The green light-emitting diode devices studied here were fabri-
cated based on the architecture of ITO/PEDOT:PSS(60 nm)/
2EHO-TPA-CNPB5 nm)/TPBI(40 nm)/LiF(0.8 nm)/Al(100 nm)
for conventional devices and ITO/TNC(50 nm)/2EHO-TPA-
CNPH55 nm)/TPD(50 nm)/V,05(15 nm)/Al(100 nm) for inverted
devices. First, patterned indium tin oxide (ITO) (10 Q square ™,
120 nm, Kintec Company) substrates were cleaned with distilled
water, and acetone-ethanol-isopropanol in an ultrasonic solvent
bath, and then treated by oxygen plasma for 5 min. For the
conventional device, poly(3,4-ethylenedioxythiophene):poly-
(styrenesulfonate) (PEDOT:PSS, Heraeus Clevios GmbH) was
spin-coated (3000 rpm for 60 s) on cleaned ITO-glass substrates
as the hole-injecting layer (60 nm) and baked at 120 °C for
20 min. 10 mg of 2EHO-TPA-CNPEolid was dissolved in 1 mL of
chloroform and filtered through a filter (0.20 pum, Millipore,
PTFE). Then, 2EHO-TPA-CNPEsolution was spin-coated on
PEDOT:PSS at a speed of 1500 rpm (40 s) and annealed at
80 °C for 10 min to remove residual solvent, which afforded the
green emissive layer (55 nm). For ink-jet-printed devices, 2EHO-TPA-
CNPE thin-film (50 nm) was printed from the ink formulation
(1 mg ml™") prepared in o-xylene : phenoxytoluene solvent mixture
(50:50 v/v%). Then, -electron-transport/hole-blocking 1,3,5-tris-
(phenyl-2-benzimidazolyl)benzene (TPBI) layer was deposited by
thermal evaporation at a pressure of 2 x 10~° Pa. The thickness
of the TPBI layer was 40 nm. Finally, a cathode composed of LiF
(0.8 nm) and aluminum (100 nm) were sequentially deposited via
thermal evaporation under high vacuum (2 x 10~° Pa). For inverted
OLEDs, ZnO:PELTPBI ternary nano-composite (TNC) was prepared
as specified.”> TNC solution was spin coated at 2500 rpm for
30 seconds on cleaned ITO glass substrates and cured at 120 °C
for 120 minutes in ambient air to give the electron-injecting layer
(50 nm). Then, 2EHO-TPA-CNPEsolution was spin-coated on the
TNC layer (1500 rpm 40 s) and annealed at 80 °C for 10 min. Next,
TPD (N,N’-bis(3-methylphenyl)-N,N’-diphenylbenzidine) (50 nm) was
deposited as the hole transport layer by thermal evaporation at a
pressure of 2 x 10~ °® Pa. V,05 (15 nm) and aluminum (100 nm) were
evaporated as the hole-injecting layer and the cathode, respectively.
The size of the active OLED area is 9 mm?®. The electroluminescence
spectra and current density-voltage-brightness of the devices were
measured by Hamamatsu PMA-12 C10027 Photonic Multichannel
analyzer. The thicknesses of the organic layers were measured by a
stylus profiler (KLA Tencor P-6). The surface morphology of the
emissive 2EHO-TPA-CNPHEhin-film spin-coated on ITO/PEDOT:PSS
was characterized by atomic force microscopy (FlexAFM-NanoSurf,
Abdullah Giil University-Central Research Facility (AGU-CRF)).

Results and discussion
Molecular design, synthesis, and characterization

The D’'-n'-A-n-D-n-A-n'-D’ molecular architecture of
2EHO-TPA-CNPEwith diphenylamino end units (D) and

This journal is © The Royal Society of Chemistry 2020

View Article Online

Paper

ethynylene/phenylene m-spacers (n/n’) is envisioned to give
an extended m-system for green emission, facilitate hole
injection/transport characteristics of the emissive layer,**
and improve thermal/morphological stability of the deposited
films. The presence of highly twisted aryl substituents at
molecular termini and swallow-tailed substituents is expected
to allow for good solubility and impede undesired aggregation
and intermolecular interactions in the solid-state (i.e., reduced
excimer formation/non-radiative decays), which might enable the
solution-based fabrication of non-doped emissive layer (i.e., no
host matrix).*> Considering the good solubility and the decent
molecular size (1071.39 amu) (i.e, potentially good solution
rheology), fabrication of an emissive layer based on the new
molecule could be achieved even by using printing techniques
such as ink-jet printing. Ethynylene and phenylene n-spacers are
employed between D and A units to control the optical band gap,
and facilitate efficient fluorescence emission by adjusting the
formation of LE character in the HLCT excited states. It’s
noteworthy that, different than our initial design,*® the presence
of additional m-electron rich D end units in the new molecule is
very likely to enhance the CT characteristics of the HLCT excited
states. Finally, the coexistence of donor and acceptor m-units in
the same molecular backbone could allow for ambipolar charge-
transport, which is crucial for efficient electroluminescence in
organic thin-films.*®

The quantum mechanical modelling (DFT, B3LYP/6-311G**)
shows that the theoretical HOMO and LUMO energies of the
new molecule are —5.21 eV and —2.39 eV, respectively, which
indicates a very similar LUMO and a significantly increased
HOMO (AEyomo = 10.45 eV) as compared to the deep blue
emissive 2EHO-CNPE(Fig. 2). The calculated absorption spec-
trum shows that S, — S; (HOMO — LUMO; f = 2.32) electronic
transition occurs at 2.48 eV (~ 500 nm), which is very likely to
produce green molecular emission (Fig. S1, ESIt). The HOMO
of the new molecule is found to be delocalized along the entire
molecular m-system signifying the strong donor effect of the
diphenylamino termini, which is expected to benefit hole-
injection/transport in the new emissive thin-film. On the other
hand, LUMO tends to delocalize on the central A-n-D-n-A part
giving a LUMO topography that is almost identical to that of
2EHO-CNPE This explains the minimal change in the LUMO
energy level going from 2EHO-CNPEo 2EHO-TPA-CNPEwhich
is expected to retain a good electron injection/transport character
in the new emissive thin-film. Based on Frontier orbital topo-
graphies of the new molecule, it is reasonable to suggest that
both LE and CT characteristics would be utilized during electro-
nic transitions that could yield an efficient green electrolumines-
cence with favorable emission characteristics. These initial
theoretical outcomes are found to be in good agreement with
the experimental characterizations (vide infra).

Scheme 1 shows the synthesis route for the new green emitter
2EHO-TPA-CNPEwhich involves two successive Pd-catalyzed
cross-coupling reactions starting from 2EHO-DEB that was
synthesized following our previously described procedure
(Scheme S1, ESIt). 2EHO-DEBwas first reacted with 5-bromo-
2-iodobenzonitrile in the presence of Pd(PPh;),Cl, catalyst and
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V,0s serve as hole-transport/electron-blocking and hole-injecting
layers, respectively. The emissive 2EHO-TPA-CNPBbased thin-film
was deposited via spin-coating. The inverted device demonstrated a
good performance with CEp,, value of 6.1 cd A" (at 1250 cd m™?)
and Ly, value of 3600 cd m™> (&, v') = (0.18, 0.55)) (Fig. S18, ESIT).

The photophysical properties of the new molecular n-system
are further studied via TDDFT calculations (B3LYP/6-311G**
level of theory), and time resolved and comparative (ambient vs.
nitrogen atmosphere) photoluminescence spectroscopies.
On the basis of the EQEs achieved, the radiative singlet exciton
yields for 2EHO-CNPE-TPAased OLEDs (i, ~ 50-59%) exceed
the spin-statistical limit of 25% for singlet exciton. Therefore,
in agreement with our previously reported 2EHO-CNPEmole-
cule, triplet-to-singlet excited state conversions via RISC are
likely to be effective during the electroluminescence process of
the new molecule. To this end, TADF process is predicted to be
energetically inefficient as the energy gap between S; and T,
states (AEs t, = 0.64 eV) is much larger than that required for
TADF-based molecular electronic structures (typically AEg 1 <
100 meV)."®*° However, as shown in Fig. 7A and C, hot-exciton
channels employing RISC’s from high-lying triplet excited
states to the singlet excited state (T, — S; and T; — S,) are
identified to be quite favorable both from an energetic (AEs 1, =
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0.11 eV and AEg _r, = 0.04 eV) and wave function characteristics
standpoints. As clearly seen in the NTO wave functions (Fig. 7C and
Table S3, ESIt), energetically close excited states S;, T, and T
exhibit a good balance of spatial separation (CT) and orbital overlap
(LE) along the molecular n-backbone. The coexistence of LE and CT
characteristics (HLCT behavior) in the excited states is crucial to
simultaneous realization of triplet-to-singlet excitonic conversions
and S; — Sy radiative transition during electroluminescence.
However, as compared with 2EHO-CNPE the CT character of the
new molecule is found to be more pronounced. The NTO analysis
shows significant wave function contributions from diphenylamino
donor end units (D’) for the hole NTOs, whereas the particle NTOs
are found to be delocalized only on the central part (A-n-D-1-A).
The increased CT characteristics of the excited states in the new
molecule show a good agreement with the observed strong PL
solvatochromic behavior (vide supra). As a result of extending
n-conjugation, the energetic separations between the excited
states of the same multiplicity become smaller in 2EHO-TPA-
CNPE According to energy gap law, having a large AEr o, is
particularly important for efficient hot-exciton channel for-
mation by minimizing undesired T, — T, internal conversion
(krisc > kic)-*"*° In the new molecule, although the AEs 1y, is
very similar to those of 2EHO-CNPE the energy difference
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(A) Energy levels of the first ten singlet/triplet excited states for our previously reported deep-blue emissive molecule 2EHO-CNPE and the new green

emissive molecule 2EHO-TPA-CNPE calculated with TDDFT in So geometry, and the proposed exciton decay processes (RISC, reverse intersystem crossing;
IC, internal conversion; EL, electroluminescence). (B) The transient photoluminescence decay profile measured at 469 nm for 2EHO-TPA-CNPE solution in
hexane (10> M) under nitrogen atmosphere upon excitation at 375 nm and the corresponding lifetimes for prompt (PF) and delayed fluorescence (DF).
The inset shows the gradual decrease in PL intensity when the same solution is exposed to ambient atmosphere. (C) Natural transition orbitals (NTOs) for
2EHO-CNPE-TPA's S;, T, and T3 excited states calculated with TDDFT. The coefficients of each hole—particle pair are given in parentheses.


https://doi.org/10.1039/d0tc01266a

Published on 22 April 2020. Downloaded by Abdullah Gul University on 1/27/2021 11:24:12 AM.

Paper

between T, and T, excited states was found to be lower than that
of 2EHO-CNPE(AEr, 1, = 0.53 €V < 0.81 €V), which partially
explains the observed lower radiative exciton yield (1, = 70% —
50-59%). At this point, we speculate that hot-exciton RISCs are
likely to be more efficient with short n-conjugated systems since
they usually tend to have wider T,-T, separation to prevent
undesired triplet (T, — T;) internal conversion. Indeed, consis-
tent with this thought, the highest performing hot-exciton
molecules reported in the literature are typically wide band
gap (deep)-blue emissive n-systems.****7° We also note that
while hot-exciton channels of T,; — S; are very favorable to
take place for the new molecule since these states are expected to
have relatively higher population densities among all excited
states, higher-energy hot-exciton channels (T, (m > 4) — S,
(n = 2)) could not be excepted for radiative singlet exciton
formation.”>”” Indeed, our calculations with spin-orbit cou-
plings indicate that triplet-to-singlet conversions could be favor-
able between these high-lying excited states when their energies
match (Table S4 and Fig. S19, ESIt). The excited state properties
of the new molecule were further studied via time-resolved
photoluminescence decay measurements and comparative (ambient
vs. nitrogen atmosphere) photoluminescence spectroscopy. The PL
decay profile of the new molecule in nonpolar hexane solution was
recorded under nitrogen atmosphere at the fluorescence maximum
(Zexe = 375 nm and 200 ps pulse width) by the time-correlated
single photon counting method. As shown in Fig. 7B, double
exponential decay profile was obtained showing first a prompt
decay with a lifetime of 1.16 ns (~90% contribution) and then a
delayed component with a relatively longer lifetime of 9.14 ns
(~10% contribution). Note that, as expected, TADF mechanism-
based fluorescence delays on a microsecond (us) timescale
were not observed. The prompt decay is identified as the direct
S; — S, electronic transition (fluorescence) originating from the
photoexcited S; states. The longer lifetime component could be
attributed to delayed S; — S, fluorescence occurring through
(R)ISCs between energetically matching S; and T,/T; states
because the PL spectrum of this delayed component is identical
to that of the prompt fluorescence. To the best of our knowledge,
this is one of the very few examples in the hot-exciton literature
that high-energy RISC-related delayed fluorescence is directly
observed in a PL decay profile without using a triplet sensitizer.
Recently in the literature, Ma et al. reported similar lifetime
scales for high-energy RISC processes (~ 14-20 ns) by employing a
triplet sensitization technique.*” A gradual decrease was observed
in the PL intensity when the nitrogen-flushed solution was
exposed to ambient atmosphere (Fig. 7B-inset), which further
warrants that high-lying triplet state(s) are populated during the
luminescence process, and they are somewhat quenched by
triplet oxygen upon exposure to ambient atmosphere.">”7*

Conclusions

In summary, a new highly soluble rod-shaped oligo(p-phenyleneethy-
nylene) molecule, 1,4-bis((4’-diphenylamino-3-cyano-1,1’-biphenyl]-
4-yl)ethynyl)-2,5-bis(2-ethylhexyloxy)benzene (2EHO-TPA-CNPE has
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been designed, synthesized, and characterized. The thermal, photo-
physical, electrochemical, and electroluminescence properties have
been studied in detail. Highly efficient green luminescence was
achieved with the new molecule yielding high photoluminescence
quantum efficiencies (®p’s) of 0.95 (solution) and 0.45 (neat thin-
film), and high (>»25%) radiative exciton yields of 7, = 50-59%
in electroluminescence. A strong solvatochromic behavior was
observed in photoluminescence as evident in significant changes
in the excited state energies (AAg'™ = +130 nm) and characteristics
(LE — HLCT — CT) upon polarity increase. The electrolumines-
cence of the emissive thin-film in OLEDs was also found to be
governed by the polarity of the surrounding molecules (solid-state
solvation effect) that tunes emission profile and radiative exciton
yield. The (non-)doped thin-films of the new molecule facilitate
HLCT character in the excited state, which is very crucial to realize
both radiative S; — S, emission and triplet-to-singlet excitonic
transitions (T3 — S;) in electroluminescence as supported by
TDDFT calculations. Conventional OLED employing spin-coated
non-doped 2EHO-TPA-CNPEhin-film showed maximum current
efficiency (CEpay) of 12.0 cd A™', a maximum power efficiency
(PEmay) Of 5.4 Im W', and a maximum external quantum effi-
ciency (EQEnax) of 4.5% with an emission profile in the night vision
imaging systems (NVIS) Green A region. OLEDs fabricated by
doping the new molecule in CBP host matrix showed a sky-blue
emission with improved EQE ., of 5.5%. Industrially more relevant
OLED devices were also fabricated by ink-jet printing the emissive
layer and by fabricating an inverted architecture, which showed
reputable device performances of 2.4 ¢d A" and 6.1 cd A,
respectively. A ns-scale delayed fluorescence (~10 ns) due to
high-lying (R)ISCs was confirmed in the PL decay profile following
a prompt fluorescence decay (~ 1 ns). To the best of our knowledge,
this result is one of the very few examples in the hot-exciton
literature that high-lying RISC-related delayed fluorescence could
directly be observed in a PL decay profile without using a triplet
sensitizer. The findings presented in this study show that oligo-
(p-phenyleneethynylene) n-framework with proper functionalities
and substituents could be an important molecular family for high
efficiency solution-processed OLED devices with a wide-color-
gamut. Especially, the printing ability of the new molecule is very
significant. With these new results, the crucial structure-photo-
physical property-electroluminescence relationships for oligo-
(p-phenyleneethynylene)s are now better established to lead
future hot-exciton material designs. However, one should note
that the electronic structure for a newly designed molecule needs
to be carefully tuned with regards to excited state energetic
separations and wave function characteristics to realize the
highest possible radiative exciton yield. The fact that the new
molecule shows a wide range of excitonic characteristics (LE —
HLCT — CT) tunable by medium polarity, both in solution and
solid-state, could open up new opportunities for optoelectronic
and molecular sensing applications.
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